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Type of 

Construction Material Test 

Frequency of 

Acceptance 

Samples and 

Tests for Job 

Control 

Construction 

Stages for 

Obtaining Sample 

or Test Sample Size 

Procedures 

Remarks 

Sampling 

Method Test Methods 

Polymer 

Modified  

Open Graded 

Friction 

Course(OGFC)  

See Section 

410,801,802,

804,805,811 

for all 

requirements 

 

 

No density or 

air void tests 

required. 

Addition testing 

as per Section 

106 See Section 

410 for all other 

requirements  

As per Section 

106.09 Table 1  

  

Shall be the 

requirements given 

in Section 410 

unless noted 

otherwise by the 

requirements in 

this Section.  

As per Section 

106.09 Table 1  

  

As per Section 

106.09 Table 1  

  

As per Section 

106.09 Table 1  

  

  

 Liquid Binder 

(Contractors 

Storage 

Tanks) 

 See Section 410       

Open Graded 

Friction Course 

Tack Coat 

Liquid 

Bituminous 

Material or 

Emulsified 

Liquid 

Bituminous 

Material 

 See Section 405       

 


