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Type of 
Construction Material Test 

Frequency of 
Acceptance 

Samples and Tests 
for Job Control 

Construction Stages 
for Obtaining 

Sample or Test Sample Size 

Procedures 

Remarks 
Sampling 
Method 

Test 
Methods 

Geotextile as 
Permeable 
Asphalt Treated 
Base Treatment 

Filter Fabric See Section 
610 

     Must be from an 
approved source;  
List II-3 
 
Submit sample to 
Central Lab 
 
Soil Information (#200 
wash and PI) not 
required 
 
Use BMT-1 
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