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Type of 
Construction Material Test 

Frequency of 
Acceptance 

Samples and Tests 
for Job Control 

Construction Stages 
for Obtaining 

Sample or Test Sample Size 

Procedures 

Remarks 
Sampling 
Method 

Test 
Methods 

Rubble Masonry Stone  Pretested.  
See ALDOT-249 

Before incorporation 
in work. See 
ALDOT-195 

   Stone must be from 
approved source. See 
List I-1 in the Materials, 
Sources, and Devices 
with Special Acceptance 
Requirements Manual.  

 Mortar See Section 
611—For 
Cement, 
Sand, 
Water, and 
Lime 

      

 Concrete See Section 
501 

      

 Copings 
Bridge Seats 
and 
Backwalls 

See Section 
501 or 508 

      

 


