
 

 

ALABAMA DEPARTMENT OF TRANSPORTATION 
 
DATE:  July 13, 2012                    Special Provision No. 
 

12-0357  

EFFECTIVE DATE:  November 1, 2012 
 
SUBJECT:  Piling Materials. 
 
 Alabama Standard Specifications, 2012 Edition, SECTION 834 shall be amended as 
follows: 

SECTION 834   
PILING MATERIALS   

834.03 Steel Bearing Piles. 

 This Article[834.03] shall be replaced with the following: 

834.03 Steel Bearing Piles. 
 The material in rolled steel piles and splices shall conform to the requirements of AASHTO M 270 
{AASHTO M 270M}, unless otherwise specified by plan details. All piles shall be rolled steel sections of 
the section number, size, and weight per foot {mass per meter} indicated on the plans and shall be 
fabricated in conformity with the requirements of ASTM A 6 {ASTM A 6M}.  
 The heat number and section size shall be legibly marked on each piece by stamp, paint, tag, 
sticker or other industry accepted method. Any piece that can not be properly identified at time of use 
will be rejected. 
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