
 

 

ALABAMA DEPARTMENT OF TRANSPORTATION 
 
DATE: February 25, 2013                            Special Provision No. 
 

12-0434 

EFFECTIVE DATE:  July 1, 2013 
 
SUBJECT:    Slope Paving 
 
 Alabama Standard Specifications, 2012 Edition, SECTION 614 shall be modified as 
follows: 

SECTION 614 
SLOPE PAVING 

614.02 Materials. 
 This Article (614.02) shall be replaced with the following: 

614.02 Materials.  

The concrete shall meet the requirements of Section 501. Consideration will be given to the 
use of local or manufactured fine aggregate meeting the requirements of Section 826; if approved, the 
aggregate proportions shall be varied as directed.  

Steel reinforcement shall meet the appropriate requirements of Section 835.  
Joint filler and sealers shall meet the appropriate requirements of Section 832.  
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