
ALABAMA DEPARTMENT OF TRANSPORTATION 
DATE:  November 27, 2018 Special Provision No. 18-0496 
 
EFFECTIVE DATE:  March 1, 2019. 
 
SUBJECT: Concrete Joint Fillers. 
 

Alabama Standard Specifications, 2018 Edition, SECTION 832 shall be modified as 
follows: 

SECTION 832   
CONCRETE JOINT FILLERS, JOINT AND 

CRACKSEALANTS, AND WATERSTOP MATERIALS   
832.01 Preformed Joint Filler. 

(c) Expansion Joint Filler. 

Subarticle 832.01(c) shall be replaced by the following 

(c) Expansion Joint Filler. 
Expansion joint filler for concrete pavement, curb, gutter, combination curb and gutter, 

flumes, slope paving, and other miscellaneous concrete structures shall meet the requirements as 
given for one of the following materials: 

1. AASHTO M 153,  
2. AASHTO M 213 modified to allow a maximum of 25% water absorption, or 
3. ASTM D8139. 
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