
ALABAMA DEPARTMENT OF TRANSPORTATION 
DATE:  February 1, 2019 Special Provision No. 18-0549 
 
EFFECTIVE DATE:  September 1, 2019 
 
SUBJECT: Mass Structural Seal Concrete. 
 

Alabama Standard Specifications, 2018 Edition, SECTION 503 shall be modified as 
follows: 

SECTION 503   
STRUCTURE FOUNDATIONS   

503.02 Materials. 

The following paragraph shall be added to Article 503.02. 

Members designated as mass concrete shall meet the applicable requirements found in Section 510. 

503.03 Construction Requirements. 
(g) Seal Concrete. 

A new Item 503.03(g) shall be added as follows. 

  3. Mass Concrete 
 Structural seal footings designated as mass concrete shall meet the requirements found in 
Subarticle 510.03(d) and Article 510.04. 

503.05 Basis of Payment. 
(b) Payment will be made under Item No.: 

A new pay item shall be added as follows. 

503-E  Mass Structural Seal Concrete – per cubic yard {cubic meter} 
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