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Type of 
Construction Material Test 

Frequency of 
Acceptance 

Samples and Tests 
for Job Control 

Construction Stages 
for Obtaining 

Sample or Test Sample Size 

Procedures 

Remarks 
Sampling 
Method 

Test 
Methods 

Excavation for 
Bridges  

General 
Backfill & 
Special 
Materials for 
General 
Backfill 

See Section 
214   

            

  Foundation 
Backfill  

See Section 
214   
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