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Type of 
Construction Material Test 

Frequency of 
Acceptance 

Samples and Tests 
for Job Control 

Construction Stages 
for Obtaining 

Sample or Test Sample Size 

Procedures 

Remarks 
Sampling 
Method 

Test 
Methods 

Cleaning and 
Sealing PCP 
Pavement Joints 
and Cracks 

Low Modulus 
Silicone 
Sealant 

Physical ALDOT-195; 
Section 2.4  
 
Must be from 
approved source 
or go through the 
Product Evaluation 
Board 

Prior to use       See Department’s 
Materials, Sources, and 
Devices with Special 
Acceptance 
Requirements Manual; 
List III-4. 

 Hot Pour 
Joint Sealant 

Physical ALDOT-195; 
Section 2.4.  If not 
sample each lot.  
ALDOT-195; 
Section 2.1.3 

Prior to use One Container ALDOT-
210 

   

  Water-
proofing 
Membrane  

Chemical Must be from 
approved source   

Prior to use        See Department’s 
Materials, Sources, and 
Devices with Special 
Acceptance 
Requirements Manual; 
List II-10.  
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