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Procedures 

Type of 
Construction Material Test 

Frequency of 
Acceptance 

Samples and Tests 
for Job Control 

Construction Stages 
for Obtaining 

Sample or Test Sample Size 
Sampling 
Method 

Test 
Methods Remarks 

Precast or  
Prestressed 
Concrete 
Piles  

Physical  Pretested and 
stenciled DOT 
 
See ALDOT-195; 
Section 2.2.1  

Before installation      Visual for 
damage  

  

Cast in Place 
Concrete 
Piles  

See Section 
501 and 502  

            

Steel Piles  Chemical 
and 
Physical  

Certified tests for 
each heat stamped 
on each size pile 
ALDOT-195; 
Section 2.3  

Before installation      Visual for 
damage  

  

Timber Piles 
Treated or 
Untreated 

 Certified test 
See ALDOT 195; 
Section 2.3 

Before installation     Visual for 
damage 

  

Timber Sheet 
Piles 

 Certified test 
See ALDOT 195; 
Section 2.3 

Before installation     Visual for 
damage 

  

Steel 
Sheet Piles 

 Certified tests for 
each heat number 
stamped on each 
pile 
See ALDOT-195; 
Section 2.3 

Before installation     Visual for 
damage 

  

Piling  

Pile Point 
Protectors  See ALDOT-195; 

Section 2.4 Before installation     Visual for 
damage 
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