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Type of 
Construction Material Test 

Frequency of 
Acceptance 

Samples and Tests 
for Job Control 

Construction Stages 
for Obtaining 

Sample or Test Sample Size 

Procedures 

Remarks 
Sampling 
Method 

Test 
Methods 

Inlets, Junction 
Boxes Manholes 
and Miscellaneous 
Drainage 
Structures 

Concrete See 
Section 
501 

Pretested and 
stenciled ALDOT 
and Technician 
Number (If 
precast) 

   Visual for 
damage 

ALDOT-364 
(If precast) 

 Brick or 
Block 
Masonry 

See Section 
613 

      

 Castings 
Covers 
Precast Inlets 
and Manholes 

Physical Certified Test 
Reports  

Before delivery to 
work site 
 
See ALDOT-195 

  Visual for 
damage 

 

Fabricated Steel 
Grates and Seats 

Grates and 
Seats  
 Pipe Grates  

    
See ALDOT-195 
Section 2.4 

  Visual for 
damage 

See MSDSAR List I-9 
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