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Type of 
Construction Material Test 

Frequency of 
Acceptance 

Samples and Tests 
for Job Control 

Construction Stages 
for Obtaining 

Sample or Test Sample Size 

Procedures 

Remarks 
Sampling 
Method 

Test 
Methods 

Guardrail or 
Barrier Rail Reset 

New 
Materials  

Physical 
and 
Chemical  

See Section 630 for 
all requirements 

    Chemical tests only upon 
request of certification 
engineer 
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