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Type of 
Construction Material Test 

Frequency of 
Acceptance 

Samples and Tests 
for Job Control 

Construction Stages 
for Obtaining 

Sample or Test Sample Size 

Procedures 

Remarks 
Sampling 
Method 

Test 
Methods 

Traffic Control 
Markings and 
Legends 

See Section 701 
for all 
applicable 
requirements 

       

 Preformed 
Thermoplastic 

Physical ALDOT-195; 
Section 2.4 
 
List V-4 
(Permanent) 
 
List V-3 
(Temporary) 

See ALDOT-420; 
For (Temporary) 
materials submit 
BMT-178 only; 
For (Permanent) 
materials submit 
BMT-178 and one 
verification sample 
for each color per 
project 

6 Lin. Ft. (2m)   Materials, Sources and 
Devices With Special 
Acceptance 
Requirements Manual; 
Submit sample along 
with BMT 1 card to the 
Central Laboratory. 
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