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Procedures

Type of
Construction Material Test

Guide Frequency
for Independent

Assurance
Samples and Tests

Construction Stages
for Obtaining

Sample or Test Sample Size
Sampling
Method

Test
Methods Remarks

Stabilized
Roadbed

Blended
Mixture of
Roadbed
Material and
Stabilizing
Material

Moisture
Density
Standard
and In-place
Density

(Same as Modified
Roadbed)

IAS&T-D Item (same as
modified roadbed)


